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Test Item Limit Result Test Method

AR Appearance i a=) B A B
& Color W 1.0 GB/T6540
% ¥ Density (201C) g/em® wmE 0. 881 GB/T1884
¥5PE Viscosity (40°C) mn’/s 165~198 175 GB/T265
FERH vi MET 90 102 GB/T2541
IRl & Flash Point (FFA) T AMETF 200 260 GB/T3536
{5 5. Pour Point C AMETF-18 -24 GB/T3535
7K 43 Water Content % 7 7 GB/T260
IV VLR M ] YR R R ml/ml
PLIRZ4 R Mechanical Impurities % % % GB/T511
815 J&H Copper Corrosion (100°C 3h) %% 1 — GB/T5096
I 4518: Conclusion of Test e TR Al A .
X Censor BRI B 1% assessor | PREER H#f date 2022.06.12
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	GB/T6540
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